b, magnetic flux density, gauss

Direct Current hysteresis loops for h (max) = 1.00 Oérsted
for Ad-Vance high permeability alloys
and for h (max) = 10.0 Oérsted for Ad- Mu 00
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h, magnetizing force, oersteds
hysteresis curve from h=1 oersted



